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AT SRl PR TR BB (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as)

i dh & #% (Sample Description) :  SOLDER FLUX

HmAEE (Style/Item No.) : P1

i B #f (Sample Receiving Date) . 2014/08/20

) 3XHA M) (Testing Period) : 2014/08/20 TO 2014/08/22

B & K (Test Results) : FHATFT—H8 (Please refer to next pages).
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AL K (Test Results)

03X, 2/ 1 (PART NAME)No.1

: CE/2014/83042

B #1(Date) : 2014/08/22

12-1, GONGYE 2ND RD., GUANYIN INDUSTRIAL AREA, TAOYUAN COUNTY 328, TAIWAN

% & %k (YELLOW PASTE)

B & (Page)
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3 N 23
ARA B %6 AR % iyl I
(Test Items) (Unit) (Method) (MDL) No .1
43 / Cadmium (Cd) mg/kg |%FIEC 62321-5: 20137 3%, RRJERZLT 2 n.d.
I8 BTG E4E M . / With reference
to IEC 62321-5: 2013 and performed by
ICP-AES.
4% / Lead (Pb) mg/kg éﬁﬁ?IEC 62321-5: 20137 &, ARJEIZST 2 n.d.
I8BT4 SRR . / With reference
to IEC 62321-5: 2013 and performed by
ICP-AES.
5K / Mercury (Hg) mg/kg |$FIEC 62321-4: 2013 3%, RRJERZLT 2 n.d.
BT AT RE4E M . / With reference
to IEC 62321-4: 2013 and performed by
ICP-AES.
~184% / Hexavalent Chromium mg/kg |%F#IEC 62321: 2008 - Annex CH &, VAUV- 2 n.d.
Cr(VI) VIS#:#. / With reference to IEC 62321:
2008 - Annex C and performed by UV-VIS.
NER T IRBATAH £ BWIEA Y | mg/kg [SHIEC 62321: 20087 %, RAMEA/ K #E 5 n.d.
Ry / Hexabromocyclododecane ﬁ%ﬁ%ﬁﬂ. / With reference to IEC 62321:
(HBCDD) and all major 2008 method. Analysis was performed by
diastereoisomers identified (- GC/MS.
HBCDD, [3- HBCDD, < - HBCDD) (CAS
No.: 25637-99-4 and 3194-55-6
(134237-51-7, 134237-50-6,
134237-52-8))
ARON—_WERTXITHES / BBP % | %FEN 14372, RRAARRAT/H G M. / 0.003 n.d.
(Benzyl butyl phthalate) (CAS With reference to EN 14372. Analysis was
No.: 85-68-7) performed by GC/MS.
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R R

X

sl 23 v3 /o sl 2k 52
(T;ﬂs]:;kiﬁteams) (iﬁ) (ﬂldli}iﬁ BMRaE | (Result)
(MDL) No.1
—WEE— (2-THATH)E / % SFEN 14372, ARADR A/ H 4% #i9). 0.003 n.d.
DEHP (Di- (2-ethy1hexy1) With reference to EN 14372. Ana1y51s was
phthalate) (CAS No.: 117-81-7) performed by GC/MS.
— Vg — 2 RXE / DIDP (Di- % SFEN 14372, AKRADR A/ E &k 0] . / 0.01 n.d.
isodecyl phthalate) (CAS No.: With reference to EN 14372. Analysis was
26761-40-0; 68515-49-1) performed by GC/MS.
— Wi — R 18 / DINP (Di- % SHEN 14372, VARABRAT/H g0 . / 0.01 n.d.
1sonony1 phthalate) (CAS No.: With reference to EN 14372. Analysis was
28553-12-0; 68515-48-0) performed by GC/MS.
—WEE —FFE / DNOP (Di-n- % SHEN 14372, VARABRAT/H g0 . / 0.003 n.d.
octyl phthalate) (CAS No.: 117- With reference to EN 14372. Analysis was
84-0) performed by GC/MS.
—WEE—TE&: / DBP (Dibutyl % SHEN 14372, VARABRAT/H g0 . / 0.003 n.d.
phthalate) (CAS No.: 84-74-2) With reference to EN 14372. Analysis was
performed by GC/MS.
28X / Sum of PBBs mg/kg - n.d.
—AR Monobromobiphenyl mg/kg 5 n.d.
Z&B3KX / Dibromobiphenyl mg/kg 5 n.d.
ZJABER / Tribromobiphenyl mg/kg 5 n.d.
V98 H% / Tetrabromobiphenyl ng/kg %FIEC 62321: 2008 - Annex A%k, VAR 5 n.d.
Z AT E / Pentabromobiphenyl mg/kg AR/ E AR . / With reference to 5 .
SRFE  Hoxabromobipheny] g/ ke IEC 62321: 2008 - Annex A and performed s —
by GC/MS.
LABEK / Heptabromobiphenyl mg/kg 5 n.d.
NRBER / Octabromobiphenyl mg/kg 5 n.d.
JLBTERK / Nonabromobiphenyl mg/kg 5 n.d.
+ 8K / Decabromobiphenyl mg/kg 5 n.d.
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. X s s R Y- gXx
#RA B % Ry % SR | (Reeult)
Test Items Unit (Method)
( ) (Unit) (MDL) No.1
% AW REkgafo / Sum of PBDEs mg/kg - n.d.
— AR / Monobromodiphenyl ether mg/kg 5 n.d.
ZRT KA/ Dibromodiphenyl ether mg/kg 5 n.d.
SR REE / Tribromodiphenyl ether mg/kg 5 n.d.
VY A OB / Tetrabromodiphenyl ether| mg/kg %%IEC 62321: 2008 - Annex AZ7 3k, VX?L 5 n.d.
ik A 7
7 BT KAk / Pentabromodiphenyl ether mg/kg AR/ E AR . / With reference to 5 T
— IEC 62321: 2008 - Annex A and performed
SR Hexabromodiphenyl ether mg/kg by GC/NS 5 n.d.
R R EE / Heptabromodiphenyl ether| mg/kg 5 n.d.
NGB OR R/ Octabromodiphenyl ether mg/kg 5 n.d.
JUB T KB/ Nonabromodiphenyl ether mg/kg 5 n.d.
+ s oK EE / Decabromodiphenyl ether mg/kg 5 n.d.

#3ix(Note)
1. mg/kg = ppm; 0.1wt% = 1000ppm
2. n.d. = Not Detected (**é‘;’fi’h)
3. MDL = Method Detection Limit (75 7488 4% FRAE )
4. "-" = Not Regulated (ERAAE)
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1) RIBLRATQRAZE MM HR LR DEM o (SSFLRMHK T EBR ) [ These samples were

dissolved totally by pre-conditioning method according to below flow chart. (Cr® test method excluded )
2) AR AR : #%81% / Name of the person who made measurement: Climbgreat Yang
3) MR & FEA kA E [ Name of the person in charge of measurement: Troy Chang

| ‘u

=

# ~ 45 8% / Cutting ~ Preparation

v

| ARESHEE / Sample Measurement I
~ @ 6+
4% Pb ~ 45 Cd % Hg ,Jﬂﬁ%*Cr
v \ 4 v (Note*)
RIET Bl 094 Mok 388 e BRI AT I 1L T & A B R SRR AR AL/ e ik /Add
P ) I Acid digestion by suitable acid depended on Microwave digestion with HNO3/HCI/HF appropriate amount of
different sample material (as below table) l digestion reagent
v v

l_' i@ / Filtration }—¢ o E B AT AL
I / Heat to appropriate

| s | Solution | | #%.7% | Residue | temperature to extract
1) s aksx / Alkali Fusion /%%Pfﬁﬁﬁ%?ﬁ’ / Cool
v 2) @EuEf# /HClto dissolve filter digestate through filter

| A8 AT 4R T H AR | ICP-AES |

v

¥4 H | Sample Material H{usg k484 / Digestion Acid Ao NGB & | Add
4, 4R, 4B, B8 | EoK, HiE;, BEE, SR, FAK/ diphenyl-carbazide for
Steel, copper, aluminum, solder Aqua regia, HNO3, HCI, HF, H,O, color development
3% 3% / Glass AL, 8RB [ HNO3/HF +
&, %, b, MR/ X7k /Aquaregia -
Gold, platinum, palladium, ceramic RESN-T R &
4 / Silver w8 | HNO; A A A e 7 540 nm By R
# 1§ [ Plastic Wbk, % AUk, #tk, Bk | H;SO, Hy0, HNOs, HCI #E [ measure the
# 4 / Others fa N il E B R E E £ A% | Added appropriate absorbance at 540 nm by

- : UV-VIS
reagent to total digestion

Note** (For IEC 62321)
(1) 4t 3 2B A N H 1Lk » Aoz £ 90~95°C 2 3%, / For non-metallic material, add alkaline digestion reagent and heat to
90~95C.
(2) 442 BATH ANtk > Jo#h 2 #BM3E | For metallic material, add pure water and heat to boiling.
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TR8#H H4 742 E / Analytical flow chart of phthalate content

B AR AH : %, / Name of the person who made measurement: Roman Wong
B AR A F A R4 E [ Name of the person in charge of measurement: Troy Chang

e e A );E&-EE//\*« /
Sample pretreatment/separation

!

Feo AR A & AR/
Sample extraction by soxhlet method

BRI M FFE ]
Concentrate/Dilute Extracted solution

!

RARR AT H R AT/
Analysis was performed by GC/MS

I

#4E / Data
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SRR+ oA E / HBCDD analytical flow chart

B AR AE : H%# [ Name of the person who made measurement: Roman Wong
B A A A A Sk #L / Name of the person in charge of measurement: Troy Chang

e n AT B 52 / Sample pretreatment

|

¥ &h 3 72 Sample extraction /
#2 & ok 3 ¥ Ultrasonic method

!

BRI M FFE |
Concentrate/Dilute Extracted solution

!
Bk B S | Filter

{

ARABR AT IE RS AT
Analysis was performed by GC/MS

!
#3E /Data
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% %WK/ % LB Kek 54742 E | PBB/PBDE analytical FLOW CHART

B AR AE : 335,# / Name of the person who made measurement: Roman Wong
B X A F A 5k / Name of the person in charge of measurement: Troy Chang
R aERAZ A | First testing process —————»

BAF MR A2 A4 / Optional screen process samma s

#3242/ | Confirmation process — - — -p

| Sample / #.% |
v

| Sample pretreatment / 4 %77 32 |

v
Sample extraction #% & 2 H/

Soxhlet method % X ZE B &

]
v

Screen analysis / #1765 447

Concentrate/Dilute Extracted solution
R R GE IR

T
v

| Filter / 3 3tk ik |

[]
v
| Analysis by GCMS / uia 4 s hadr |

)
v

| Issue Report #3732 |
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* BE P A HFAET NATHEERRAZES /. *

(The tested sample / part is marked by an arrow if it's shown on the photo.)

#% IpELER (End of Report) **
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