SGS Signature Not Verified
For Question,
Please Con i

e

3%#5(No.) : CE/2010/64577 H#g(Date) : 2010/06/25 & K (Page) : 1 of 8
Test Report

FE AR TR 8] 0O 0 O
SHENMAO TECHNOLOGY INC.

MEABRRTIEEL ¥ —%R12-15%
NO. 12-1, GONGYE 2ND RD., GUANYIN INDUSTRIAL AREA, TAOYUAN COUNTY 328, TAIWAN

RTINS R T, BhEPpPEBEEEPBERA N T (The following samples was/were submitted and
identified by/on behalf of the client as) :

4% % 4% (Sample Description) . SOLDER FLUX

Hm A EE (Style/ITtem No.) : P27
Wt B #A (Sample Receiving Date) : 2010/06/21
) 3XHA M) (Testing Period) : 2010/06/21 TO 2010/06/25

R && K (Test Results) FHAT—H8 (Please refer to next pages).

Chemical Laboratory — Taipei

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. This test report cannot be reproduced, except in full, without prior written permission of the Company.
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This Test Report is issued by the Company under its General Conditions of Service printed overleaf or available on request and accessible at http://www.sgs.com/terms_and_conditions.htm. Attention
is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this Test Report is advised that information contained hereon reflects the Company's findings
at the time of its intervention only and within the limits of Client’s instructions, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction
from exercising all their rights and obligations under the transaction documents. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and
offenders may be prosecuted to the fullest extent of the law.
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B2 & K (Test Results)

) 3X 2/ 4% (PARTNAME )NO. 1

%3 & &4 (LT. BROWN PASTE)

7 kAR A

X

000335-67-1)

/HARBRA S RFE (%) SE. / Vith
reference to US EPA 3540C: 1996 method
for PFOA Content. Analysis was
performed by LC/MS.

AR A L e AR Y & BRE | (Result)
(Test Items) (Unit) (Method)
(MDL) NO.1
43 / Cadmium (Cd) mg/kg éﬁﬁ?IEC 62321: 2008 - Clause 8% #, H 2 n.d.
B RAR S E SR T AR RARA] . / With
reference to IEC 62321: 2008 - Clause
8 and performed by ICP-AES.
4% / Lead (Pb) mg/kg éﬁﬁ?IEC 62321: 2008 - Clause 8F &, H 2 n.d.
R BAB & TR TR ERA]L. / Vith
reference to IEC 62321: 2008 - Clause
8 and performed by ICP-AES.
5K / Mercury (Hg) mg/kg |%FIEC 62321: 2008 - Clause 7%, H 2 n.d.
B JRAR S E SR T AL RARA] . / With
reference to IEC 62321: 2008 - Clause
7 and performed by ICP-AES.
A8 4% / Hexavalent Chromium mg/kg |ZF#IEC 62321: 2008 - Annex CH 3%, H 2 n.d.
Cr(VI) by alkaline extraction UV-VIS##. / With reference to IEC
62321: 2008 - Annex C and performed by
UV-VIS.
A RFIRFEE / Perfluorooctane mg/kg |%#US EPA 3540C: 199677 %, VARARE M 10 n.d.
sulfonates (PFOS) JE R AR E R AERR S S . / With
PFOS — Acid reference to US EPA 3540C: 1996 method
PFOS — Metal Salt for PFOS Content. Analysis was
PFOS — Amide performed by LC/MS.
AR FBL (4) / PFOA (CAS No.: mg/kg |%#US EPA 3540C: 199677 3%, vA&48# 10 n.d.

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. This test report cannot be reproduced, except in full, without prior written permission of the Company.
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is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this Test Report is advised that information contained hereon reflects the Company's findings
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7 k188 X

RRAE B k%53 R & A% FRAE (Result)

(Test Items) (Unit) (Method)
(MDL) NO.1

%8B X / Sum of PBBs _ o

N KB / Octabromodiphenyl ether

LT RB% / Nonabromodiphenyl ether

d

— iR WK / Monobromobiphenyl 5 n.d
— &%t / Dibromobiphenyl 5 n.d
Z&WER / Tribromobiphenyl 5 n.d
VIAHE K / Tetrabromobiphenyl 5 n.d
BRWER / Pentabromobiphenyl 5 n.d
N R / Hexabromobiphenyl 5 n.d
L&MW / Heptabromobiphenyl 5 n.d
ANRWEIR / Octabromobiphenyl 5 n.d
LRI / Nonabromobiphenyl %#1EC 62321: 2008 - Annex A% ik, WA 5 n.d
+ %W X / Decabromobiphenyl RAR R ARG SR / With 5 n.d
% %W XBk4F / Sum of PBDEs mE/KE |, o ference to IEC 62321: 2009 - Annex A - n.d.
— Wt K& / Monobromodiphenyl ether and performed by GC/MS. 5 n.d
AWt XEE / Dibromodiphenyl ether 5 n.d
ZRWRKEk / Tribromodiphenyl ether 5 n.d
VIR KBk / Tetrabromodiphenyl ether 5 n.d
BB REt / Pentabromodiphenyl ether 5 n.d
SN W OKE% / Hexabromodiphenyl ether 5 n.d
L&MWt KE / Heptabromodiphenyl ether 5 n.d
5 d

5 d

5 d

+ %W KB / Decabromodiphenyl ether

#3x(Note)
1. mg/kg = ppm; 0.1wt% = 1000ppm
2. n.d. = Not Detected (ik*é‘yfﬂ:'.)
3. MDL = Method Detection Limit (77 %48 i8]4&FR{4)
4. "-" = Not Regulated (B IRAEAE)
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GONGYE 2ND RD., GUANYIN INDUSTRIAL AREA, TAOYUAN COUNTY 328, TAIWAN

PFOS % # H M (Reference Information) : 354 2006/122/EC (Directive 2006/122/EC)

(1)

(2)

ZME T B AT 35 LB AR R AR RECE BB F AR KA0.005%.

(May not be placed on the market or used as a substance or constituent of preparations in a

concentration equal to or higher than 0.005% by mass.)

J%ETT %ﬁ%i%+&m&ﬁm&%%# 22 B4k T o BA M LA PROSHE £ IR 454 L B i tm A v b 3t
HPFOSTEEEEEARKN.1%, MGEBREMMEEZWE, WwRPFOSHEEME 22 F AR KN 1ug/n

(May not be placed on the market in semi-finished products or articles, or parts thereof, if
the concentration of PFOS is equal to or higher than 0.1% by mass calculated with reference to
the mass of structurally or microstructurally distinct parts that contain PFOS or, for
textiles or other coated materials, if the amount of PFOS is equal to or higher than lug/m? of

the coated material.)
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1) BRIBRATRAZE 2450 b TEAEMR  (SELN R 7 %M ) [ These samples were

dissolved totally by pre-conditioning method according to below flow chart. (Cr®" test method excluded )

2) AR AR : #7481 / Name of the person who made measurement: Climbgreat Yang
3) AR AFA : k&g [ Name of the person in charge of measurement: Troy Chang

WH -~ B4 / Cutting ~ Preparation

v

RSB EE / Sample Measurement

45 Pb ~ 45 Cd % Hg
A\ 4 v

g4k Cr**

A\ 4

RIET FlAk st A Mok ill & BRI AT AL (e T & AR W SR ER 0 AR AL
P ) / Acid digestion by suitable acid depended on Microwave digestion with HNOs/HCI/HF

#% & / Filtration

different sample material (as below table) l
v
| A5 | Residue |

v

il g AR [ Add
appropriate amount of
digestion reagent

v

ok B i B AT N AL
I |/ Heat to appropriate
temperature to extract

| x% | Solution |
1)  #J&aks: /Alkali Fusion
v 2) E#EER HC to dissolve

v

| A8 AT R TSR | ICP-AES |

AEnigiEE ks [ Cool,
filter digestate through filter

v

oA E | Sample Material JHAuEk kA& 48 / Digestion Acid

Ik, #iBR, BER, ARBKR, ERK/
Aqua regia, HNO3, HCI, HF, H,0,

m, B, 5, 128 |
Steel, copper, aluminum, solder

3% 3% / Glass #, 8RB [ HNOs/HF

N EAIBAE Add
diphenyl-carbazide for
color development

&, 44, 42, MR/ Xk /Aqua regia

Gold, platinum, palladium, ceramic

v

4% [/ Silver A& / HNO;

% | Plastic BLER, AAK, AR, Bk /| HySO., H,0,, HNO3, HCI

H 46 [ Others T NALFTER 2 £ 2% [ Any acid to total digestion

VAR INE-T RAREE B
AR IR A 540 nm agk
J& & |/ measure the
absorbance at 540 nm by
UV-VIS

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. This test report cannot be reproduced, except in full, without prior written permission of the Company.
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from exercising all their rights and obligations under the transaction documents. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and

offenders may be prosecuted to the fullest extent of the law.
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SHENMAO TECHNOLOGY INC.

MEABRRTIEEL ¥ —%R12-15%
NO. 12-1, GONGYE 2ND RD., GUANYIN INDUSTRIAL AREA, TAOYUAN COUNTY 328, TAIWAN

£ RAER(LCIMS) 2 #rii 28 |
Analytical flow chart of Soxhlet extraction (LC/MS) procedure

1) ARAEF : 3% / Name of the person who made measurement: Lydia Fu

2) @A AEAEEFA M HI% / Name of the person in charge of measurement: Shinjyh Chen

B 8)3K%8 B (Test ltems): 2R FIRRER/DRFER(SE) X =kt 54 /
PFOS/PFOA - Benzotriazole

BRI/
Sample pretreatment/separation

!

Heo AR A & AR/
Sample extraction by soxhlet method

R IR Y IAE |
Concentrate/Dilute Extracted solution

!

VAIRAR R AT R SRR A AT SR IR/
Analysis was performed by LC/MS

I

#4% / Data
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NO.

BN A RR
SHENMAO TECHNOLOGY INC.

MEABRRTIEEL ¥ —%R12-15%

12-1,

GONGYE 2ND RD.,

1)HAR :

GUANYIN INDUSTRIAL AREA, TAOYUAN COUNTY 328, TAIWAN

2¥ri#%A2 B | Analytical flow chart

: 5% #% / Name of the person who made measurement: Roman Wong

2)im3 & & A ¢ k% $ [/ Name of the person in charge of measurement: Troy Chang

W ;2)3X78 A (Test Items): %

RIROK % R RE, WIAEEy-A-% / PBB/PBDE, TBBP-A-bis

------- HERAZ K- | Confirmation process == = p

RAMAAZA | First testing process ——p  i&#F 14 4 #:42 & / Optional screen process

#sm / Sample

v

& AT R IE / Sample pretreatment

!

&R #r | Screen analysis

v

HSFER/ZEZ X ERE / Sample extraction/Soxhlet method

T
v

EI R 45/% %% | Concentrate/Dilute Extracted solution

[

|
v

_r-ﬂi/fi &% / Filter

[}
v

PBB/PBDE : #4847 H#%1& %4 / Analysis by GC/MS
TBBP-A-bis : & ik 48 & ¥tk / —+a B8 1 5480 B VH 3R 247 /
Analysis by HPLC/DAD/MS

T
v

Issue Report / $g474 %
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*% 4RA LB (End of Report) **

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. This test report cannot be reproduced, except in full, without prior written permission of the Company.
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