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AT EE P HEE TR ZHER (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as) ¢

A% % 4% (Sample Description) . LEAD-FREE SOLDER

Hm A EE (Style/Item No.) :  PF633

otk B 3 (Sample Receiving Date) : 2013/06/07

)X A M) (Testing Period) : 2013/06/07 TO 2013/06/13

83X E L (Test Requested) (1) RIEEF 2K, SFRoHS 2011/65/EU Annex II 35434745, 45, K, <

1845, LMK, % 8% REMI. (As specified by client, with
reference to RoHS Directive 2011/65/EU Annex II to determine Cadmium,
Lead, Mercury, Cr(VI), PBBs, PBDEs contents in the submitted sample.)
(2) RIEFEPIEZ > EITEE-R > £ %> BAIK. (As specified by
client, to test Halogen-Fluorine, Chlorine, Bromine, Iodine contents

in the submitted sample.)

AR F 3 (Test Method) : FHAT—H8 (Please refer to next pages).
A4 K (Test Results) : FHAT—H (Please refer to next pages).

Edison Chanyg
Signed for ang op}
SGS TAIWAN LT

Chemical Laboratory — Taipei
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NO.

A (No. )

B2 & K (Test Results)

) 3X 28 4Z (PART NAME) No.1

: CE/2013/61515

H # (Date)

12-1, GONGYE 2ND RD., GUANYIN INDUSTRIAL AREA, TAOYUAN COUNTY 328, TAIWAN

4% 4/ (SILVER COLORED METAL)

2013/06/13 & # (Page)

2 of 8

7 kAR A

X

AFXAR ¥z e
(Te:jkfiems) <S§ft> <$Z§§i§f R | (Result)
(MDL) No.1
43 / Cadmium (Cd) mg/kg éﬁﬂ?IEC 62321: 2008 - Clause 9% 4, 2 n.d.
AR JEAB S E R TSR EAamal. /
With reference to IEC 62321: 2008 -
Clause 9 and performed by ICP-AES.
4% / Lead (Pb) mg/kg |%#IEC 62321: 2008 - Clause 97 3k, 2 244
AR JEAB ST R TSR EAamal. /
With reference to IEC 62321: 2008 -
Clause 9 and performed by ICP-AES.
5K / Mercury (Hg) mg/kg |%#IEC 62321: 2008 - Clause 77 3k, 2 n.d.
AR JEAB ST R TSR EAawal. /
With reference to IEC 62321: 2008 -
Clause 7 and performed by ICP-AES.
18 4% / Hexavalent Chromium Cr(VI) *% éﬁﬂ?IEC 62321: 2008 - Annex BF 4, # Negative
VAR RIETREMA] . / With reference
to IEC 62321: 2008 - Annex B and
performed by Boiling water
extraction Method.#
HE / Halogen
B % () / Halogen-Fluorine (F) (CAS 50 n.d.
No.: 14762-94-8)
B Z% (#) / Halogen-Chlorine (Cl) % %BS EN 14582:2007, vA&:F & #itk 50 n.d.
(CAS No.: 22537-15-1) M. / With reference to BS EN
B % (/&) / Halogen-Bromine (Br) (CAS mg/kg 14582:2007. Analysis was performed 50 n.d.
No.: 10097-32-2) by IC.
B % (&) / Halogen-Iodine (I) (CAS 50 n.d.
No.: 14362-44-8)
20, Jor Slbattonic et documomar subjact (6 Tarme. and Conditions Jor Tlectionls DocurmEHtS at Hrix /oo oo oo et  Attention is
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(Test Items) (Unit) (Method) (MDL) o1
%8Bt K / Sum of PBBs _ n.d.
— %MK / Monobromobiphenyl 5 n.d.
AWK / Dibromobiphenyl 5 n.d.
ZRMESK / Tribromobiphenyl 5 n.d.
VIR K / Tetrabromobiphenyl 5 n.d.
BRBEAR / Pentabromobiphenyl 5 n.d.
SR WBX / Hexabromobiphenyl 5 n.d.
LR W K / Heptabromobiphenyl 5 n.d.
N / Octabromobiphenyl 5 nd.
N AR / Nonabromobiphenyl 4 #1EC 62321: 2008 - Annex A% 3%, 5 n.d.
TR BE3 / Decabromobiphenyl ARARG T/ H S ARARA. / With 5 n.d.
% B X8k 4A / Sum of PBDEs "S/KE | oference to IEC 62321: 2008 - Amnex| - n.d.
— Rt XE / Monobromodiphenyl ether A and performed by GC/MS. 5 h.d.
BT RE% / Dibromodiphenyl ether 5 n.d.
ZRWERKE: / Tribromodiphenyl ether 5 n.d.
V98 KEE / Tetrabromodiphenyl ether 5 n.d.
BRBEREE / Pentabromodiphenyl ether 5 n.d.
SN KBk / Hexabromodiphenyl ether 5 n.d.
LR RE / Heptabromodiphenyl ether 5 n.d.
N REE / Octabromodiphenyl ether 5 n.d.
LB REE / Nonabromodiphenyl ether 5 n.d.
+ %W KBk / Decabromodiphenyl ether 5 n.d.
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SHENMAO TECHNOLOGY INC.

AE
NO.

BRETIERITE9K12-13%
12-1, GONGYE 2ND RD., GUANYIN INDUSTRIAL AREA, TAOYUAN COUNTY 328, TAIWAN

#3x(Note)

1.

2

mg/kg = ppm; 0.1wt% = 1000ppm
. n.d. = Not Detected (ﬂiﬁ?ﬁi)
. MDL = Method Detection Limit (77 {8845 FR44)
. "-" = Not Regulated (JEILIEAE)
. **= Qualitative analysis (No Unit) HE/\*ﬁ(“\
. # = a. Positive means the presence of CrVI on the tested areas

(Positivef& a3k B 3RAA A 2] <R 4)
b. Negative means the absence of CrVI on the tested areas
(Negative & 7] 3k [ 3% RAR ] 2] 5518 45)
The detected concentration in boiling-water-extraction solution is equal or greater than 0.02 mg/kg

with 50 cm? tested areas. / ZIARIE f#:>0 02 mg/kg with 50 cm? (tested areas)
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1) ARBAT R AR B LR M - (SBERRF &R ) [ These samples were

dissolved totally by pre-conditioning method according to below flow chart. ( Cr®* test method excluded )
2) AR AR : #%81 / Name of the person who made measurement: Climbgreat Yang
3) AR A FA :5R%E [ Name of the person in charge of measurement: Troy Chang

| W& % #4% / Cutting - Preparation

v

| R4 % £ / Sample Measurement I

_ g4 Cr
8% Pb~ 43 Cd & Hg (Note**)
A\ 4 \4 \4
RIET R4k S 640 H Mk i A9 BRI AT AL (e F & A BR B BR SRR e R AL il B ik /Add
#7+) / Acid digestion by suitable acid depended on Microwave digestion with HNO3/HCI/HF appropriate amount of
different sample material (as below table) l digestion reagent
v ¥

l—‘ ik /Filtration }_i o #h B L B AT I AL 3E
i / Heat to appropriate

| &% | Solution | | #%7% | Residue | temperature to extract
1)  #kxaki /Alkali Fusion A @IS | Cool,
v 2) @#iss /HClto dissolve filter digestate through filter

| R RIS 4G R T BA £ | ICP-AES |

v

# &4 % | Sample Material HAuBR e A8%a / Digestion Acid Je NA G E|EE E | Add
4, M, @, 7Y | IOk, AiER, BE;, SRER, LAK/ diphenyl-carbazide for
Steel, copper, aluminum, solder Aqua regia, HNO3, HCI, HF, H,0, color development
3#.3% | Glass A 85, A, A8k | HNOy/HF v
&, 48, de, MR F sk /Aqua regia
Gold, platinum, palladium, ceramic VRESN T AR R &
4% | Silver # & | HNO; ) R R AL 540 nm BB
# I | Plastic Bk, %Ak, #Ek, W& / H,SO4 H,0, HNO;, HCI #E | measure the
44 | Others fe N il E R RF £ 5 2% [ Added appropriate absorbance at 540 nm by

reagent to total digestion UV-vIS

Note**: (1) 4t # 3 & B At H Ao bt il {bik 7o # 2 90~95°C 2 He. / For non-metallic material, add alkaline digestion reagent and heat
to 90~95C.
(2) #t# 2 BMHANshK o Ao Z H I | For metallic material, add pure water and heat to boiling.
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3 AWK/ 5 8B XE 5477428 |/ PBB/PBDE analytical FLOW CHART

B AlRXAEH : 3,# / Name of the person who made measurement: Roman Wong
B XA FA - 7R4E [ Name of the person in charge of measurement: Troy Chang
kA2 A | First testing process ———

E# M eF2F | Optional screen process sasmnnn:

#EAZ K | Confirmation process = » = «p

| Sample / #.& |
v
| Sample pretreatment / # & a7 i 2 |

v

Sample extraction # & 3 H/
Soxhlet method % X ZE I :

|
v

Screen analysis / #7 & 47

Concentrate/Dilute Extracted solution
BB IR YE W AE

v
| Filter / % Btk i |
#

| Analysis by GC/MS /| .48 B #7 5 sk 2 #7 |

T
v

| Issue Report #4734 |
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5444 E / Analytical flow chart of halogen content

B AR AR : E3% / Name of the person who made measurement: Rita Chen
B A A FA R4 E [ Name of the person in charge of measurement: Troy Chang

T I
Sample pretreatment/separation

!

e SN S A
Weighting and putting sample in cell

!

BEIESH [ T
Oxygen Bomb Combustion / Absorption
L AR/
Dilution to fixed volume

!

3 K AT RA 7/
Analysis was performed by IC

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at

and, for electronic format documents, subject to Terms and Conditions for Electronic Documents at . Attention is
drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company’s
findings at the time of its intervention only and within the limits of client’s instruction, if any. The Company's sole responsibility is to its Client and this document does not exonerate parties
to a transaction from exercising all their rights and obligations under the transaction documents. This document cannot be reproduced, except in full, without prior written approval of the
Company. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
Unless otherwise stated the results shown in this test report refer only to the sample(s) tested.

33, Wu Chuan Rd., New Taipei Industrial Park, New Taipei City, Taiwan / L8710 S 32 5 & 1 R 3355
t+886 (02)2299 3279 +886 (02)2299 3237 www.sgs.tw

Member of the SGS Group



SGS

AR E
Test Report

F A AR A RR U0 OO O O
SHENMAO TECHNOLOGY INC.
MEABRRTIEELE —%12-15%
NO. 12-1, GONGYE 2ND RD., GUANYIN INDUSTRIAL AREA, TAOYUAN COUNTY 328, TAIWAN

A5 (No.) : CE/2013/61515 H#g(Date) : 2013/06/13 H # (Page) : 8 of 8

* BAVTAERT > NATETRRRN LS/ HE.

(The tested sample / part is marked by an arrow if it's shown on the photo.)

#% A LER (End of Report) **

nditions.aspx

s N ) Attention is
drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of thls document is adwsed tha‘r mformatlon contalned hereon reﬂects the Company's
findings at the time of its intervention only and within the limits of client’s instruction, if any. The Company's sole responsibility is to its Client and this document does not exonerate parties
to a transaction from exercising all their rights and obligations under the transaction documents. This document cannot be reproduced, except in full, without prior written approval of the
Company. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
Unless otherwise stated the results shown in this test report refer only to the sample(s) tested.

SGS Taiwan Ltd. 33, Wu Chuan Rd., New Taipei Industrial Park, New Taipei City, Taiwan / L8710 S 32 5 & 1 R 3355

FLPF AN 1+886 (02)2299 3279 +886 (02)2299 3237 www.sgs.tw
I
Member of the SGS Group



		2013-06-13T15:35:33+0800
	SGS TW
	www.sgs.com
	What is DSR? Refer http://dsr.wmholetech.com 


		hubert.hsu@wormholesoft
	2013-06-13T15:35:33+0800
	Downsview, ON
	www.wmholetech.com
	WomrHoleTech




