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AT B Eh b H R AT B AR (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as)

1 5% % A% (Sample Description) :  LEAD-FREE SOLDER

< 5% (Style/Item No.) : PF646

Wtk B #7 (Sample Receiving Date) : 2014/05/05

) 3XHA M) (Testing Period) : 2014/05/05 TO 2014/05/09

B & K (Test Results) : FHATFT—H8 (Please refer to next pages).

Chemmal Lahu — ory — Taipei
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AL K (Test Results)

) 32X 2/ 1 (PART NAME)No.1

4% 4/ (SILVER COLORED METAL)

B & (Page)

2 of 9

T HAA

X

RHA B ﬁ{i RMAF & A% PR AR (Result)
(Test Items) (Unit) (Method) (MDL) No .1
43 / Cadmium (Cd) mg/kg éﬁﬁ?IEC 62321-5: 20137 &, VARJEFSS 2 n.d.
FHRR T RSORRBARA]. / Vith
reference to IEC 62321-5: 2013 and
performed by ICP-AES.
4% / Lead (Pb) mg/kg éﬁﬁ?IEC 62321-5: 20137 &, VARJEASS 2 168
THRR T RARBEARA. / With
reference to IEC 62321-5: 2013 and
performed by ICP-AES.
K / Mercury (Hg) mg/kg |ZFIEC 62321-4: 2013F 3, AREFELS 2 n.d.
FARRT RSO ERBARA]. / Vith
reference to IEC 62321-4: 2013 and
performed by ICP-AES.
~184% / Hexavalent Chromium *x %F#IEC 62321: 2008 - Annex B3k, WA # Negative
Cr(VI) WK ZEBUEMA] . / With reference to
IEC 62321: 2008 - Annex B and
performed by Boiling water extraction
Method.#
NAB TR BRPTE £ BWHEN B | mg/ke | S FIEC 62321: 200873k, RAAREBH/E 5 n.d.
Ry / Hexabromocyclododecane %%ﬁ%ﬁ%md. / With reference to IEC
(HBCDD) and all major 62321: 2008 method. Analysis was
diastereoisomers identified ( Q- performed by GC/MS.
HBCDD, [3- HBCDD, < - HBCDD) (CAS
No.: 25637-99-4 and 3194-55-6
(134237-51-7, 134237-50-6,
134237-52-8))
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7 kRl

X

#AAE ?—1’1 AR Y & AR (Result)
(Test Items) (Unit) (Method) (MDL) No .1
—YERWARATES / BBP % S#EN 14372, VAR AT/ H 3454000 0.003 n.d.
(Benzyl butyl phthalate) (CAS With reference to EN 14372. Analysis
No.: 85-68-7) was performed by GC/MS.
—WEE= (2-TETHE)E / % SFEN 14372, ARBTG5 4000 . 0.003 n.d.
DEHP (Di- (2-ethy1hexy1) With reference to EN 14372. Analysis
phthalate) (CAS No.: 117-81-7) was performed by GC/MS.
—VEg — 2 RXE / DIDP (Di- % SHEN 14372, VARAAER AT/ H 3454000 . 0.01 n.d.
isodecyl phthalate) (CAS No.: With reference to EN 14372. Analysis
26761-40-0; 68515-49-1) was performed by GC/MS.
—WER— R 18 / DINP (Di- % SHEN 14372, VARABR AT/ H 345 400) . 0.01 n.d.
isononyl phthalate) (CAS No.: With reference to EN 14372. Analysis
28553-12-0; 68515-48-0) was performed by GC/MS.
—WEE —FFE / DNOP (Di-n- % SHEN 14372, VARAER AT/ H 45 4000) . 0.003 n.d.
octyl phthalate) (CAS No.: 117- With reference to EN 14372. Analysis
84-0) was performed by GC/MS.
—WEE—TE&: / DBP (Dibutyl % SHEN 14372, VARAER AT/ H 45400 . 0.003 n.d.
phthalate) (CAS No.: 84-74-2) With reference to EN 14372. Analysis
was performed by GC/MS.
2B XA / Sum of PBBs mg/kg - n.d.
—AR Monobromobiphenyl mg/kg 5 n.d.
ZRTK Dibromobiphenyl mg/kg 5 n.d.
ZJABEK / Tribromobiphenyl mg/kg 5 n.d.
VR HE R / Tetrabromobiphenyl mg/kg %%—IEC 6232“1: 20?8 - Anr.leX ATk, A 5 n.d.
FSHE / Pentabromobiphenyl g/ kg BARE AT/ H L&A . / With reference 5 4
AT E ) Horabromobioheny] to IEC 62321: 2008 - Annex A and
i pheny mg/KE | erformed by GC/NS. > n-d.
LAHEK / Heptabromobiphenyl mg/kg 5 n.d.
NRBER / Octabromobiphenyl mg/kg 5 n.d.
JBHER / Nonabromobiphenyl mg/kg 5 n.d.
+inmK / Decabromobiphenyl mg/kg 5 n.d.
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AR %6 A7 % eyl I

(Test Items) (Unit) (Method) (MDL) No.1
% %W REEfo / Sum of PBDEs mg/kg - n.d.
— %W} KB / Monobromodiphenyl ether | mg/kg 5 n.d.
Z %% & / Dibromodiphenyl ether mg/kg 5 n.d.
ZURWEKEEX / Tribromodiphenyl ether | mg/kg 5 n.d.
"9 H KAk / Tetrabromodiphenyl cther | mg/kg S#1EC 62321: 2008 - Annex A%k, W 5 h.d.
%R AL / Pentabromodiphenyl cther | mg/kg R ABR AT/ AR . / With reference 5 4.
AT EAL / Hexabromediphonyl other - to IEC 62321: 2008 - Annex A and - —

performed by GC/MS.

LW KBk / Heptabromodiphenyl ether | mg/kg 5 n.d.
Ni%WEKEE / Octabromodiphenyl ether | mg/kg 5 n.d.
LW KB / Nonabromodiphenyl ether | mg/kg 5 n.d.
+i8 5 K& / Decabromodiphenyl ether | mg/kg 5 n.d.

#ix(Note)
1. mg/kg = ppm; 0.1wt% = 1000ppm
2. n.d. = Not Detected (ﬂiﬁ?ﬁi)

3. MDL = Method Detection Limit (77 348845 RA4)

4. "-" = Not Regulated (B IRA&AE)

5. *%= Qualitative analysis (No Unit) Mo (& FEA(z)

6. # = a. Positive means the presence of CrVI on the tested areas

(Positive & 78 3 B 38 8] 2] < 18 48 )
b. Negative means the absence of CrVI on the tested areas
(Negat ive & 78] 3 B 35 K8 8] 5] 5B 45)
The detected concentration in boiling-water-extraction solution is equal or greater than 0.02 mg/kg
with 50 cm? tested areas. / ZIRRIBE=0.02 mg/kg with 50 cm? (tested areas)
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1) BRBERTYRLE MM RS TLEEER - (SE&AK T &%) [ These samples were

dissolved totally by pre-conditioning method according to below flow chart. (Cr* test method excluded )

2) MR AER : A [ Name of the person who made measurement: Climbgreat Yang
3) MR & FA : 5R4&E [ Name of the person in charge of measurement: Troy Chang

| W~ B4 / Cutting ~ Preparation

v

B & (Page)

5 of 9

| ARESHEE / Sample Measurement |

45 Pb~ 43 Cd

A 4

& Hg

A\ 4

184 Cr
v (Note**)

RAET Bl 094 ok il 3 69 B AT H AL(m T &
P 1)  Acid digestion by suitable acid depended on
different sample material (as below table)

A B R SRR AR AL S
Microwave digestion with HNO3/HCI/HF

%% / Filtration

l_‘ v

| %% | Solution |

| %% / Residue |

v

e il E L& [Add
appropriate amount of
digestion reagent

v

o B B 3 IR R AT AL EE
I / Heat to appropriate
temperature to extract

1) #kaEk% /Alkali Fusion

v

2) HsmE [ HCI to dissolve

| AR AT 4R TR AR | ICP-AES

v

AAptk AL s: / Cool,
filter digestate through filter

v

#wAME | Sample Material
W, &, 43, 1945 |
Steel, copper, aluminum, solder
3% 3% | Glass
4, 44, de, ME /
Gold, platinum, palladium, ceramic
4% | Silver
# % | Plastic
48 | Others

JH{tsgAE4a / Digestion Acid
EoK, HiE:, BEE, QR FAK/ diphenyl-carbazide for
Agua regia, HNO3, HCI, HF, H,O, color development
AR, 8RB [ HNO3/HF +

I /K /Aquaregia

VAR INE-T R AKX EE &
AR i A2 540 nm g%
& & | measure the
absorbance at 540 nm by
UV-VIS

N EFHIBEE [Add

% | HNO;

BiER, B AUK, FER, B8k | H,SO, H,Op HNO3, HCI
ANl g 0 RE| £ £ AEM 1 Added appropriate
reagent to total digestion

Note** (For IEC 62321)
(1) 4t#3E 2B M N E 1Lk > ez £ 90~95°C 2 3. / For non-metallic material, add alkaline digestion reagent and heat to
90~95C.
(2) 4t#H 2 BM #Ae N thK > Hoh 2 IR, | For metallic material, add pure water and heat to boiling.
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NiRBE+ A A4 E / HBCDD analytical flow chart

B AR AR : 33%# / Name of the person who made measurement: Roman Wong
B A A A A Sk4&#L [ Name of the person in charge of measurement: Troy Chang

¥ on A B 72/ Sample pretreatment

!

# &% # B Sample extraction /
A2 % % 3 3£ Ultrasonic method

!

BRI GG IHFE |
Concentrate/Dilute Extracted solution

!
* Bk @8 [ Filter

{

ARARRAHTIE Bk 5 H7 |
Analysis was performed by GC/MS

!
#3E / Data
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T #H 547428 / Analytical flow chart of phthalate content

B AR AH : 3, # / Name of the person who made measurement: Roman Wong
B AR A F A R4 E [ Name of the person in charge of measurement: Troy Chang

e e AY )ﬁé&'fﬁﬂ//\*« /
Sample pretreatment/separation

!

Heo FE IR A & AR/
Sample extraction by soxhlet method

HEBURIR GEIHFE |
Concentrate/Dilute Extracted solution

!

RABRB AT H R/
Analysis was performed by GC/MS

I

#4% / Data
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3 %W K/ 5 LB Kek 54742 E / PBB/PBDE analytical FLOW CHART

B AR AE : 38,# / Name of the person who made measurement: Roman Wong
B AR A F A 7R #E [ Name of the person in charge of measurement: Troy Chang
R aRAZ A | First testing process ——»

BAF MR AZF | Optional screen process samma s

A2 K | Confirmation process = « = «p

| Sample / #.% |
v
| Sample pretreatment / 4% & 77 &2 |

v

Sample extraction 4% & 2 H/
Soxhlet method % X ZE B %

|
v

Screen analysis / #7165 47

Concentrate/Dilute Extracted solution
W Ga IR

v
| Filter / 3 3k i@k |

]
v
| Analysis by GCIMS | .48 & #1834k 547 |

)
v

| Issue Report #3732 |
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* BAFRAFRART  AATETHRRAZAES/ Rz, =

(The tested sample / part is marked by an arrow if it's shown on the photo.)

CE/2014/50464

*% 4R LE R (End of Report) **
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