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RTINS R T, BhEpPEBEEEPBERANT (The following samples was/were submitted and
identified by/on behalf of the client as) :

4% % 4% (Sample Description) :  LEAD-FREE BGA SPHERE

A PR (Style/Item No.) : DF686-S

otk B 3 (Sample Receiving Date) ;0 2012/12/10

)X A M) (Testing Period) :2012/12/10 TO 2012/12/13

B 'E K(Test Requested) (1) RIFEEFEE, 2FERoHS 2011/65/EU Annex 11 FE4iEAT45, 45, 5k, ~184%,

%R, %AW REER IR . (As specified by client, with reference to
RoHS Directive 2011/65/EU Annex II to determine Cadmium, Lead,
Mercury, Cr(VI), PBBs, PBDEs contents in the submitted sample.)

(2) fRIBEPIER  RITORFMR (58 ARFIME  BE-R o 5 % a
=. (As specified by client, to test PFOA, PFOS, Halogen-Fluorine,

Chlorine, Bromine, Iodine contents in the submitted sample.)

2R F % (Test Method) : #FHATFT—HE (Please refer to next pages).
A4 K (Test Results) : #FHATFT—HE (Please refer to next pages).
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B2 & K (Test Results)
i8] 23X 2% {= (PART NAME) No.1 42 @ 4 3K (SILVER COLORED METAL SPHERE)
3 3 3
MHAA Sl MRy % Tomit | evns
(Test Items) (Unit) (Method) (MDL) No .1
43 / Cadmium (Cd) mg/kg éiﬁ?IEC 62321: 2008 - Clause 9?722 2 n.d.
AR JEAB A E R T A4 R R R
With reference to IEC 62321: 2008 -
Clause 9 and performed by ICP-AES.
4% / Lead (Pb) mg/kg |%FIEC 62321: 2008 - Clause 9?72% 2 307
AR JEAB A E R T4 R R R AR
With reference to IEC 62321: 2008 -
Clause 9 and performed by ICP-AES.
5K / Mercury (Hg) mg/kg |%F#IEC 62321: 2008 - Clause 7?722 2 n.d.
AR JEAB A E R T A4 R R R AR
With reference to IEC 62321: 2008 -
Clause 7 and performed by ICP-AES.
~184% / Hexavalent Chromium Cr(VI) *% éﬁﬁ?IEC 62321: 2008 - Annex BFH 4, # Negative
VAR RZETRGEMA] . / With reference
to IEC 62321: 2008 - Annex B and
performed by Boiling water
extraction Method.#
D RFIFRER / Perfluorooctane mg/kg |%FUS EPA 3550C: 200777 %, ¥A/&AA 10 n.d.
sulfonates (PFOS-Acid, Metal Salt, R M/ AR . / With reference
Amide) to US EPA 3550C: 2007. Analysis was
performed by LC/MS.
AR EBE (4) / PFOA (CAS No.: 335-67-| mg/kg |%#US EPA 3550C: 200777 7%, VA&AR 10 n.d.
1) R M/ AR . / With reference
to US EPA 3550C: 2007. Analysis was
performed by LC/MS.
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7EA5(No.) : CE/2012/C1332 B #7 (Date) 2012/12/13

B & (Page)

3 of 9

SEAE m
A B L35 A7 % elyial Pl
2 esu
(Test Items) (Unit) (Method)
(MDL) No.1
BB K4 / Sum of PBBs _ T
PRI 23
— 35X / Monobromobiphenyl 5 hd.
AWK / Dibromobiphenyl 5 n.d.
ZJAWK / Tribromobiphenyl 5 n.d.
V9 AREK / Tetrabromobiphenyl 5 n.d.
BB K / Pentabromobiphenyl 5 n.d.
NIEBER / Hexabromobiphenyl 5 n.d.
LAREK / Heptabromobiphenyl 5 n.d.
AN / Octabromobiphenyl 5 n.d.
JLBHEX / Nonabromobiphenyl %FIEC 62321: 2008 - Annex A% 3k, 5 n.d.
+ 8% 3K / Decabromobiphenyl ne/k VARABR AT/ E A& M), / With 5 n.d.
% AW X8k MAn / Sum of PBDEs 878 reference to IEC 62321: 2008 - - .
— A KB / Monobromodiphenyl ether Annex A and performed by GC/MS. 5 n.d.
— &M KB / Dibromodiphenyl ether 5 n.d.
Z AW KB / Tribromodiphenyl ether 5 n.d.
V9 AT KBk / Tetrabromodiphenyl ether 5 n.d.
BB KB / Pentabromodiphenyl ether 5 n.d.
SN BB K&k / Hexabromodiphenyl ether 5 n.d.
R KBk / Heptabromodiphenyl ether 5 n.d.
NGB KB / Octabromodiphenyl ether 5 n.d.
e Mo AN BE onabromodiphen ether n.d.
LR TE KB / Nonab diphenyl eth 5 d
+ 780 K&k / Decabromodiphenyl ether 5 n.d.
HE / Halogen
B Z% (#) / Halogen-Fluorine (F) (CAS mg/kg 50 n.d.
No.: 14762-94-8)
B % (#) / Halogen-Chlorine (Cl) (CAS| mg/kg |%#BS EN 14582:2007, R&:TF @ 4ifk 50 n.d.
No.: 22537-15-1) S M. / With reference to BS EN
HE (a) / Halogen-Bromine (Br) (CAS mg/kg |14582:2007. Analysis was performed 50 n.d.
No.: 10097-32-2) by IC.
B Z% (&%) / Halogen-Iodine (I) (CAS mg/kg 50 n.d.
No.: 14362-44-8)
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#3x(Note)

1. mg/kg = ppm; 0.1wt% = 1000ppm

2. n.d. = Not Detected (i]’:?ff-;’fﬂ:.')

3. MDL = Method Detection Limit (7 7&48 8|45 FRAE)

4. "-" = Not Regulated (SEFRA&AA)

5. **= Qualitative analysis (No Unit) =M \*ﬁ'( $’f’

6. # = a. Positive means the presence of CrVI on the tested areas

(Positive & 7wl 3k B 3RAA A 2] <R 45)
b. Negative means the absence of CrVI on the tested areas
(Negative & 7 il 3K B3R A8 R 2] 5~ F48)
The detected concentration in boiling-water-extraction solution is equal or greater than 0.02 mg/kg

with 50 cm? tested areas. / ZIRRIEE=0.02 mg/kg with 50 cm? (tested areas)

PFOS%-# H# (Reference Information) : ¥FAMAMFT &Y POPs - (EU) 757/2010
PROSE & ZE4 '8 S B 4 ¥ T AFA2i50.001%(10ppm) » ZEF R ~ b R E M P F/342i80.1%(1000ppm) » 7545 & 5 &,
_fE”H’?H-‘:FZ_ q—fgx\lug/mz ° (Outlaw1ng PFOS as substances or preparations in concentrations above 0.001%
(10ppm), in semi-finished products or articles or parts at a level above 0.1%(1000ppm), in textiles or

other coated materials above lug/m2.)
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1) BRIFRATREZBE 2404 BB RREM (SR RR T &R ) [ These samples were

dissolved totally by pre-conditioning method according to below flow chart. (Cr® test method excluded )
2) R AH : 541 /Name of the person who made measurement: Climbgreat Yang
3) AR AFA: RAE [ Name of the person in charge of measurement: Troy Chang

W - ##H#.% / Cutting - Preparation

v

A% EE / Sample Measurement
1% Cr
4 Pb ~ 4 Cd & Hg (Note™)
v v A4
IRAR T Rl AR s 69 A H 0 A3 8 W BRI ATIHAL (o T & B B/ R B U RER WY R AL it B4k /Add
i)  Acid digestion by suitable acid depended on Microwave digestion with HNO3/HCI/HF appropriate amount of
different sample material (as below table) l digestion reagent
v v

&% /Filtration }—¢ 7o A B B AT AL
I / Heat to appropriate

| % | Solution | | #75 / Residue | temperature to extract
1) éﬁé%ﬁ}i& / Alkali Fusion AE B S | Cool
* 2) BeEM /HCIto dissolve filter digestate through filter

| R 4B A E YR T4 5% | ICP-AES |

v

S H / Sample Material LB m A& 48 | Digestion Acid Je N EHEE /Add
49, 4R, 48, 78/ EK, Ak, B, SRR, ELRAK/ diphenyl-carbazide for
Steel, copper, aluminum, solder Aqua regia, HNO3, HCI, HF, H,0O, color development
% 3% / Glass AEg, 8RB / HNOs/HF +
&, 4h, de, MR/ Xk /Aquaregia
Gold, platinum, palladium, ceramic VRR SN R-T R AER &
4% / Silver ##k [ HNO; A A s R AL 540 nm #g R
# B [ Plastic Bk, AR, Bk, B8t | HSO04 H02, HNOs, HCI W& [ measure the
# & / Others m NHLE B9 R B E A %M | Added appropriate absorbance at 540 nm by

reagent to total digestion UV-VIS

Note**: (1) 4t # 3k & B At # Nt 5 1L e £ 90~95°C 22 3. / For non-metallic material, add alkaline digestion reagent and heat
to 90~95C.
(2) 4t#H 2B F AR > Joth Z 3 HEEIR. / For metallic material, add pure water and heat to boiling.
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% RBE/ % %B X8t 5 H7iA42 B | PBB/PBDE analytical FLOW CHART

B AR AR AW / Name of the person who made measurement: Roman Wong
B AR A F A kA8 [ Name of the person in charge of measurement: Troy Chang
kR A2 A | First testing process ———

FAEM G RAZA / Optional screen process sssmsnn:

#EAAZ K | Confirmation process = = = «p

| Sample / # % |
v
| Sample pretreatment / #5677 & 2 |

v

Sample extraction # & 2 H/
Soxhlet method % X ZE I x

|
v

Screen analysis / #1 #f 5#7

Concentrate/Dilute Extracted solution
HEBUR R Ga IR
v

| Filter / Z Btk #@& |

|
v
| Analysis by GC/MS | #.48/& 47 1% 547 |

T
v

| Issue Report 123743 % |
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SHENMAO TECHNOLOGY INC.
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54474 B / Analytical flow chart of halogen content

B R AR : 5% / Name of the person who made measurement: Rita Chen
B AR A FA R4 HE [ Name of the person in charge of measurement: Troy Chang

*‘t e ‘3" /’4’\ ’F{ /
Sample pretreatment/separation

!

e N S A
Weighting and putting sample in cell

!

PEIESH [ T
Oxygen Bomb Combustion / Absorption

T R A

Dilution to fixed volume

!

B K ATHRA AT
Analysis was performed by IC
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AREB () /ERERBRE M A E / PFOA/PFOS analytical flow chart

B Al AE : 3%,# / Name of the person who made measurement: Roman Wong
B 9 A F A SR& L / Name of the person in charge of measurement: Troy Chang

LA EIE / Sample pretreatment

v

A F R FREFER |
Sample extraction by Ultrasonic extraction
(%% 7 & Reference method: US EPA 3550C)

v

HERRAAEIR Y |
Concentrate/Dilute Extracted solution

v

VARAR R AT R R R AT R/
Analysis was performed by LC/MS

v

#4% / Data
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* BAVTAERT > NATETRRRN LS/ HE.

(The tested sample / part is marked by an arrow if it's shown on the photo.)

#% IR LER (End of Report) **
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