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AT B Eh b H R AT B AR (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as)

i dh & #% (Sample Description) :  SOLDER FLUX

£ B A 5% (Style/Item No.) : SM-827

Wtk B #7 (Sample Receiving Date) : 2014/07/11

) 3XHA M) (Testing Period) : 2014/07/11 TO 2014/07/17

B & K (Test Results) : # R TF—H8 (Please refer to next pages).

Chemical Laboratt.ary — Taipel
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AL K (Test Results)

) 2X 2712 (PART NAME)No.1 : %)% & s (TRANSPARENT-YELLOW LIQUID)

3 N 23
MRA B %6 AR % iyl I
(Test Items) (Unit) (Method) (MDL) No .1
43 / Cadmium (Cd) mg/kg |%FIEC 62321-5: 201373, RRJERZLT 2 n.d.
I8BT4 SRR . / With reference
to IEC 62321-5: 2013 and performed by
ICP-AES.
4% / Lead (Pb) mg/kg |ZFIEC 62321-5: 2013, UREBLT 2 n.d
BTG E4E M . / With reference
to IEC 62321-5: 2013 and performed by
ICP-AES.
K / Mercury (Hg) mg/kg |FFIEC 62321-4: 201373, RRJERZLT 2 n.d
BT A4 R E4E M . / With reference
to IEC 62321-4: 2013 and performed by
ICP-AES.
~184% / Hexavalent Chromium mg/kg |%F#IEC 62321: 2008 - Annex CH &, VAUV- 2 n.d
Cr(VI) VIS#:#. / With reference to IEC 62321:
2008 - Annex C and performed by UV-VIS.
NER T IRBATA £ BRI Y | mg/kg [SHIEC 62321: 20087 %, RAMEAN/H 5 n.d
Ry / Hexabromocyclododecane ﬁ%ﬁ%ﬁﬂ. / With reference to IEC 62321:
(HBCDD) and all major 2008 method. Analysis was performed by
diastereoisomers identified (- GC/MS.
HBCDD, [3- HBCDD, < - HBCDD) (CAS
No.: 25637-99-4 and 3194-55-6
(134237-51-7, 134237-50-6,
134237-52-8))
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MRA B B AR % TARH | X
(Test Items) (Unit) (Method) R AE (Result)
(MDL) No.1
A RFIREEE / Perfluorooctane mg/kg |%#US EPA 3550C: 2007 3, VARABRAT/ 10 n.d.
sulfonates (PFOS-Acid, Metal B &M, / With reference to US EPA
Salt, Amide) 3550C: 2007. Analysis was performed by
LC/MNS.
A FEE / PFOA (CAS No.: 335-67- | mg/kg |%#US EPA 3550C: 2007 % %, WRigta @/ 10 n.d.
1) HiEfEMA] . / With reference to US EPA
3550C: 2007. Analysis was performed by
LC/MNS.
ARON—_WERTXITHES / BBP % S#EN 14372, VAR AT/ H 3454000 0.003 n.d.
(Benzyl butyl phthalate) (CAS With reference to EN 14372. Ana1y51s was
No.: 85-68-7) performed by GC/MS.
—WEE= (2-THETHE)E / % $-%EN 14372, AR H/H 2B M0 . / 0.003 n.d.
DEHP (Di- (2-ethy1hexy1) With reference to EN 14372. Analysis was
phthalate) (CAS No.: 117-81-7) performed by GC/MS.
—WEE — R XE / DIDP (Di- % SHEN 14372, VARABRAT/H g0 . / 0.01 n.d.
isodecyl phthalate) (CAS No.: With reference to EN 14372. Analysis was
26761-40-0; 68515-49-1) performed by GC/MS.
—WEs— R 18 / DINP (Di- % SFEN 14372, KRADR A/ E ik 0] . / 0.01 n.d.
1sonony1 phthalate) (CAS No.: With reference to EN 14372. Analysis was
28553-12-0; 68515-48-0) performed by GC/MS.
—WEE —FFE / DNOP (Di-n- % SHEN 14372, VARABRAT/H g0 . / 0.003 n.d.
octyl phthalate) (CAS No.: 117- With reference to EN 14372. Analysis was
84-0) performed by GC/MS.
—WEE—TE&: / DBP (Dibutyl % SHEN 14372, VARABRAT/H g0 . / 0.003 n.d.
phthalate) (CAS No.: 84-74-2) With reference to EN 14372. Analysis was
performed by GC/MS.
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AR B E¥5 AR 3% iyl I
(Test Items) (Unit) (Method)

(MDL) No.1

3B XA / Sum of PBBs ng/kg - n.d.
— B3 / Monobromobiphenyl mg/kg 5 n.d.
=¥ 3K / Dibromobiphenyl mg/kg 5 n.d.
ZREK / Tribromobiphenyl mg/kg 5 n.d.
V%M 3K / Tetrabromobiphenyl ng/kg 5 n.d.
FLEWER / Pentabromobiphenyl mg/kg 5 n.d.
NRBER / Hexabromobiphenyl mg/kg 5 n.d.
LiAH 3K / Heptabromobiphenyl mg/kg 5 n.d.
NiSHE3K / Octabromobiphenyl mg/kg 5 n.d.
PLBBHAE / Nonabromobiphenyl mg/ke |4 Z1RC 62321: 2008 - Annex AF ik, A > n-d-
HiR&WEK / Decabromobiphenyl mg/kg AR/ E AR . / With reference to 5 n.d.
28 XEk4EAf / Sum of PBDEs mg/kg [IEC 62321: 2008 - Annex A and performed - n.d.
— iR Wi KBE / Monobromodiphenyl ether | mg/kg |PY GC/MS. 5 n.d.
ZRW$XE / Dibromodiphenyl ether mg/kg 5 n.d.
ZURWREE / Tribromodiphenyl ether [ mg/kg 5 n.d.
V985 KB / Tetrabromodiphenyl ether | mg/kg 5 n.d.
FLLWEREE / Pentabromodiphenyl ether | mg/kg 5 n.d.
NiRBEREE / Hexabromodiphenyl ether | mg/kg 5 n.d.
LW KBk / Heptabromodiphenyl ether | mg/kg 5 n.d.
NiBFREE / Octabromodiphenyl ether | mg/kg 5 n.d.
R BB / Nonabromodiphenyl ether | mg/kg 5 n.d.
+ &% X%k / Decabromodiphenyl ether | mg/kg 5 n.d.
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. & s s %18 X
AR B E¥8 B3 5% 7 AR
(Test Items) (Unit) (Me thod) BMRaE | (Result)
es ems ni etho (MDL) No .1
HE / Halogen
B Z% (#) / Halogen-Fluorine (F) mg/kg 50 n.d.
(CAS No.: 14762-94-8)
B Z% (#&) / Halogen-Chlorine (Cl) | mg/kg 50 n.d.
. N
(CAS No.: 22537-15-1) %-%BS EN 14582:2007, yX&:F & 11k o947 .
" / With reference to BS EN 14582:2007.
B Z% (;&) / Halogen-Bromine (Br) mg/kg . 50 472
Analysis was performed by IC.

(CAS No.: 10097-32-2)
B Z (#%) / Halogen-Iodine (I) mg/kg 50 n.d.
(CAS No.: 14362-44-8)
#ix(Note)

1. mg/kg = ppm; 0.1wt% = 1000ppm

2. n.d. = Not Detected (ﬂiﬁ?ﬁi)

3. MDL = Method Detection Limit (77 ZfR 4% RAE)

4. "-" = Not Regulated (B IRA&AE)
PFOS %% F # (Reference Information) : B AMABRTEY POPs - (EU) 757/2010

PFOSE & i ’8 S B P T 13481%0.001%(10ppm) » A E KR~ RS XEFMA P IFA150.1%(1000ppm) > L& 4K

RERAMH P FFA "%lug/m

(Outlawing PFOS as substances or preparations in concentrations above 0.001% (10ppm), in semi-
finished products or articles or parts at a level above 0.1%(1000ppm), in textiles or other coated

materials above lug/m?>.)
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SHENMAO TECHNOLOGY INC.
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12-1, GONGYE 2ND RD., GUANYIN INDUSTRIAL AREA, TAOYUAN COUNTY 328, TAIWAN

ARIZRA T RAZE Z A5 » b LR DM o (S1E4ARAF &4 ) [ These samples were

dissolved totally by pre-conditioning method according to below flow chart. (Cr* test method excluded )
MR AER @ 84 [ Name of the person who made measurement: Climbgreat Yang

AR A FA - 5k%&#E [/ Name of the person in charge of measurement: Troy Chang

| Wk~ B4R / Cutting ~ Preparation

v

| ARESHEE / Sample Measurement |

. = R4 Cr
4% Pb ~ fm Cd IR Hg
v v v (Note™)
IRIET B M H MR il e BR AT AL (de T & B B B B B RER S B AL Aol Ak [ Add
P )  Acid digestion by suitable acid depended on Microwave digestion with HNO3/HCI/HF appropriate amount of
different sample material (as below table) l digestion reagent
v v

@35 / Filtration h Ao th E il E B L AT I ALEE
I | Heat to appropriate

| s | Solution | | %745 / Residue | temperature to extract
l) s aksx [ Alkali Fusion /%%Pfﬁﬁﬁ*iﬁ’ / COOl,
v 2) B#EM /HCIto dissolve filter digestate through filter

| AR AT 4R TR AR | ICP-AES |

v

#.&%AE | Sample Material ALk i #&#8 | Digestion Acid e AB GBI E /Add
4, 4R, 4B, %8 | EoK, HiE:, BEE, QR FAK/ diphenyl-carbazide for
Steel, copper, aluminum, solder Agua regia, HNO3, HCI, HF, H,O, color development
3% 35 / Glass FH 8%, SR B [ HNO3/HF v
&, %, b, MR/ X7k /Aquaregia . e r o
Gold, platinum, palladium, ceramic ”‘%‘; st 7’0'1_’]‘;1‘7’07’03‘5’ 30 2
4 | Silver w5 | HNO; A A R A R 7 540 nm 8y R
# % [ Plastic BB, Ak, #iEs, B8 /| H,;S0,, H,0, HNO;, HC W | measure the
# 4k | Others heN il YRR E R4 | Added appropriate absorbance at 540 nm by

. : UV-VIS
reagent to total digestion

Note** (For IEC 62321)
(1) 4t#3E 2B M N E 1Lk > ez £ 90~95°C 2 3. / For non-metallic material, add alkaline digestion reagent and heat to
90~95C.
(2) 4t#H 2 BAM FAe Ntk > Ho 2 IR, | For metallic material, add pure water and heat to boiling.
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ARFB®/ ARFERBER >V AEZE /| PFOA/PFOS analytical flow chart

B AR AE - HH%# [ Name of the person who made measurement: Roman Wong
B9 A F A Sk&#EL / Name of the person in charge of measurement: Troy Chang

HSATEIE / Sample pretreatment

v

RFRERGEER |
Sample extraction by Ultrasonic extraction
(%% 7 % Reference method: US EPA 3550C)

v

EBCRFEIR % |
Concentrate/Dilute Extracted solution

VAIRAR R MR SRR AT SRR
Analysis was performed by LC/MS

v

#4% / Data
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T A& 547428 / Analytical flow chart of phthalate content

B alRXAH : 335, # / Name of the person who made measurement: Roman Wong
B AR A FA R4 E [ Name of the person in charge of measurement: Troy Chang

e oo Al )ﬁé&'fﬁﬂ//\*« /
Sample pretreatment/separation

!

Heoh EIRARA & A FERE /
Sample extraction by soxhlet method

BRI GEIHFE |
Concentrate/Dilute Extracted solution

'

AR HTH R E AT/
Analysis was performed by GC/MS

'

#4% / Data
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NEFR+ o iA4ZE / HBCDD analytical flow chart

B AR AR : 33%# / Name of the person who made measurement: Roman Wong
B A A A A Sk4&#L [ Name of the person in charge of measurement: Troy Chang

o n AT B 52 / Sample pretreatment

!

# &% # B Sample extraction /
A2 % % 3 3£ Ultrasonic method

!

BRI GG IHFE |
Concentrate/Dilute Extracted solution

!
HERURBE | Filter
!

A RABRHTIE AR AT |
Analysis was performed by GC/MS

!
#3E / Data
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B E2M 7428 / Analytical flow chart of halogen content

[ | MR AE : B3k / Name of the person who made measurement: Rita Chen
B AR A FA R4 E [ Name of the person in charge of measurement: Troy Chang

HT R et
Sample pretreatment/separation

v

ngiid&ﬁigﬁi%wﬁg%ﬁaﬂ /
Weighting and putting sample in cell

PRI [ T
Oxygen Bomb Combustion / Absorption

v

e R

Dilution to fixed volume

R TR AT/
Analysis was performed by IC
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3 AWK/ 5 4B Xek 54742 8 / PBB/PBDE analytical FLOW CHART

B AlRXAE : 35,# / Name of the person who made measurement: Roman Wong
B AR A F A 7R4#E [/ Name of the person in charge of measurement: Troy Chang
R A2 A | First testing process ——

B4R AR F  Optional screen process sammsn s

#3242 K | Confirmation process — = — -p

| Sample / #& |
v

| Sample pretreatment / 4% 77 & 52 |

Screen analysis / #1547

v

Sample extraction #% & 25/
Soxhlet method % X ZE 3 :

]
v

Concentrate/Dilute Extracted solution

3 BUR R 4B IR
v
| Filter / 3 Jk @8 |
v
| Analysis by GCIMS | #4808 #1 & 314 541 |
T
v

| Issue Report #3174 & |
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